
MISSISSIPPI DEPARTMENT OF TRANSPORTATION 
 
SPECIAL PROVISION NO. 907-304-13 CODE: (SP) 
 
DATE: 06/06/2012 
 
SUBJECT: Granular Courses 
 
Section 907-304, Granular Courses, of the 2004 Edition of the Mississippi Standard 
Specifications for Road and Bridge Construction is hereby amended as follows. 
 
907-304.02--Materials.  After the first paragraph of Subsection 304.02.1 on page 183, add the 
following. 
 
Crushed concrete meeting the requirements of Subsection 907-703.04.3 may be used in lieu of 
granular courses or crushed stone courses specified in the contract.  This applies to base courses, 
shoulders, or other required construction on a prepared foundation.  
 
907-304.03--Construction Requirements.   
 
907-304.03.5--Shaping, Compacting and Finishing.  Delete the sixth paragraph of Subsection 
304.03.5 on page 185. 
 
Delete the first table in Subsection 304.03.5 on page 186 and substitute the following. 
 
 Granular Material Lot Individual 
 Class Average Test 
 7,8,9 or 10 97.0 93.0 
 5 or 6 99.0 95.0 
 3 or 4 100.0 96.0 
 1 or 2 102.0 98.0 
 Crushed Courses* 99.0 95.0 

 
* When placed on filter fabric on untreated subgrade, the individual tests and the average of the 

five (5) tests shall equal or exceed the following values. 
 
 Lot Average Individual Test 
 96.0 92.0 

 
907-304.05--Basis of Payment.  Add the “907” prefix to the pay items listed on page 187. 


